
＜Appearance＞
Seems to be translucent and not found gummy or sludge material.

＜Appearance＞
Very dirty at a glance with visible gumminess. Friction, contamination, 
and rust are visible.

＜Movement＞
There was no hardening or softening, and the bearing rotated smoothly.

＜Movement＞
The bearing suffered from hard rotation and seizing.

＜Inside appearance＞
The ball seems translucent, beautiful, and the housing also does not seem 
to have any wear.

＜Inside appearance＞
The ball is gummy, with some particles and wear. There are 
excessive amounts of sludge, and the housing is terrible.

＜Movement＞
The bearing can rotate smoothly from the position in the upper picture to 
that of the lower picture.

＜Movement＞
This bearing suffered from friction and seizing. After moving it into 
the position in the lower picture, it was unable to return to the 
position found in the upper picture due to hard seizing.




